Test Reporlt No.: CE/2010/60636 Date : 2010/06/07  Page : 10f4

00 O
The following sample(s) was/were submitted and identified by/on behalf of the client as :
Sample Deseription
Buyer/Order No. :
Sample Receiving Date : 2010/06/02
Testing Period : 2010/06/02 TO 2010/06/07
Test Requested In accordance with the RoHS Directive 2002/95/EC, and its amendment directives.
Test Method : With reference to IEC 62321: 2008
Procedures for the Determination of Levels of Regulated Substances in Electrotechnical
Products.
(1) Determination of Cadmium by ICP-AES.
(2) Deterniination of lLead by ICP-AES.
(3) Determination of Mercury by ICP-AES.
(4) Deterniinatiorn: of Hexavalent Chromium by boiling water extraction {(UV-VIS)
Method.
Test Result{s) Please refer {o next page(s).
Cenclusion : Based upon the performed tests by submitted samples, the test results of Cadmium, Lead,

Mercury and Hexavalent Chromium Cr(Vl)s comply with the limits of RoHS Directive
2002/95/EC and its subsequent amendments.

Whwle Ghoa-

Nicole Chien / Supervisor
Signed for and on behalf of
SGS TAIWAN LTD.

Chemical Laboratory - Taipei

Uriless otherwise stated the: results shown in this test report refer ondy 1o the sample(s) teated. This test report cannot be reproduced, except in full, without prior written permission of the Comparyy.
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This Test Report ks issuied by the Company under its General Conditions of Service pririted overteaf or available on request and accessible at hitp: fwwewsgscomilenns and condmions.htrv. Attention
is draveri to the limitation of lability, indemnification and jurisdiction issues defined therein. Any ivolder of this Test Report is advised that infarmation contained hareon reflects the Company’s findings
at the tme of its intervention onty and within the limits of Client's instructions, if amy. The Company’s sofe responsibility is to ts Client and this docurnent does nat exenerate parties to a transaction
from exerdising s thelr rights and obligations under the transaction decuments. Any unautharized alteration, forgery or falsification: of the contert or appearance of this document is unlawful and
offenders may be prosecuted to the fuilest extent of the law.
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Test results by chemical method (Unit: micikg)

Test Item (s): rigprierin Resul MDL Ayt

= {Refer to) No.1 ) Limit

Cadmium (Cd) 1 n.d. 2 100
Lead (Ph) (2) n.d. 2 1000
Mercury (Hg) (3) ri.d. 2 1000
Hexavalent Chromium Cr(\V1) by boiling 4 n.d. 2 1000
water extraction (See Note 4)

TEST PART DESCRIPTION:

NO.1 : SILVER COLORED METAL

Note :
1. mafkg = ppm : 0.1wt% = 1000ppm
2. n.d. = Not Detected
3. ML = Method Detection Limit

4. Test process anafor expression of test result have been specified by client.
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(Cr® test method exciuded )
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‘ Cutting / Preparation

v

‘ Sample Measuremernit

Name of the person who made measurement: Climbgreat Yang
Name of the person in charge of measurement: Troy Chang

These samples were dissolved totally by pre-conditioning method according to below flow chart.

Pb-Cd

h 4

Hg

k 4

Acid digestion by suitable acid
depended on different samiple

Microwave digestion wilh

material (as below fable} HNGO3/HCI/HF
A 4 y
Filtration
v
» Residue
Solution
A4

Cr6+

v

Add appropriate amount of

digestion reagent

Heat to appropriate

temperature to extract

1) Alkali Fusion

|

2} HCl to dissolve

Cool, filter digestate
through filter

| ICP-AES |

v

Sampie Material

Digestion Acid

Add diphenyl-carbazide for

color development

Steel, copper, aluminum, solder

Agqua regia, HNO,, HCI, HF, H,0,

v

measure the absorbance
at 540 nm by UV-VIS

Glass HMNO3/HF

Gold, platinum, palladium, ceramic | Agua regia

Silver HNGs

Plastic Hz804, H205, HNG;, HCI
Others Any acid to iotal digestion

Unlzss ctherwise stated the results shown in this test report refar ool
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** End of Report **

Unless otherwdse stated the results shown in this test seport refar only to the sample(s) tested, This test report cannot be reproduced, except in full, withous peor waitten permission of the Company.
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