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THE FOLLOWING SAMPLE(S) WAS/WERE SUBMITTED AND IDENTIFIED BY/ON BEHALF OF THE CLIENT AS:
BTFOYLILRRE LY Rtzh, BEICRbTHREBETLELE:

SAMPLE DESCRIPTION : | ALUMINA (Mo)
CLIENT REF.NO
SAMPLE RECEIVED : o 2010/10/01
TESTING DATE s 2010/10/04 TO 2010/10/14
TEST REQUESTED : SELECTED TEST(S) AS REQUESTED BY CLIENT.
aSirmE SHABIEREOERIZEVET.
TEST METHOD(S) :  WITH REFERENCE TO IEC62321 EDITION 1.0 2008-12 FOR ReHS 6 SUBSTANGES.
SiAE Cd, Ph: SECTION 8, 9, 10
Hg: SECTION 7

CHVI): ANNEX B, C

PEE/PBDE: ANNEX A
OTHER CHEMICALS WERE TESTED BY EACH APPROPRIATE METHOD.
RoHSEM B OO S IRIECE2321 1 0RR (2008512 B )& S HLELE.

Cd. Pb: 58, 9, 108

Heg HI8L

crivi): X HB. C

PBEB/PBDE: {1/@3rEA
ThiltobeEaRiconTiRThthicmBi FETHiFETIVvELE.

TEST RESULT(S) : PLEASE REFER TO THE NEXT PAGE(S).
aiER LTFOA—S2I8REMLET.

Kuniyuki Goto / Laburatorf’!lﬁ';
3GS Japan Inc., Green Testing Center
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TEST RESULT(S)

TEM(S) UNIT __RESULT METHOD INST./PLACE _MDL_
GADMIUM(Cd) mg/kg  ND. ”‘“‘Lf::l?ﬂ:ﬁ;u":ﬁ;‘;"" ICP-OES*+ 2
LEAD(Pb) me/ke  ND. ““““;::’::;u:;:;c';:ﬁ:‘;"“ ICP-OES*+ 2
J— whe . Mo SN o cgs,
CHROMIUM VI{CrV) mE ke M.D. Boiling water extraction UV-VIS* 2

NOTES: mg/kg = ppm, N.D. = Not Detected, INST. = INSTRUMENT, MOL = Method Detection Limit

REMARK: The content of CriVI) has been calculated with regard to the sample weight as specified by client.
# = The test has been conducted in association with SGS Taiwan Ltd. Multi Chemical Laboratory—Kachsiung.
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S 70—Fr—h MEASUREMENT FLOW CHART

NESEMAERICELTRESEESBLTLET,
The sample was dissolved/ decomposed totally by acid pre~conditioning method according to below flow chart.
2)cd, Pb, Hg, Cr, CrVI)
#7823 Name of the person in charge of measurement: 1L 328§ Fumitaka Maruyama
JPBB/PBDE
S HT{E &3 Name of the person in charge of measurement: 7588 Hideki Takahashi
4)57 8 B Mame of the person responsible for measurement XM 8L Yukihire Ouchi

| huT 420 - F R Cutting: Preparation |

L 4
] ﬂ! Sample measurament I . ervh PER/FRDE
it Sample it Sample
Cd. Pb, Cr Hl maasurement measuramant

L l ¥ l
ERRT /200 z—T/ 8 ER#R(T /00— &
EaiRER) BERIzES ESRER WEFIZLE FiLh\/ BHKIZED YVl AL—/ HH
by E/mMRSR i bl b
Decomposition under closed Decomposition under closed Extraction by alkaline Soxhlet/ solvent
(Microwave/ HPV)/ open (Microwave/ HPV/ Fumace) solution/ boiling water extraction
system system
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Cooling * Filtration Concentration = Dilution
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SAMPLE IMAGE

JP/2010/100046

<END>
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