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405 Yatsuka Souka Saitama Japan 340-0023

TEST REPORT

Report No.10224009
Date of issue :14 January 2011

Date of receipt of sample :24 December 2010
Sampling classification : Reception
Name of sample : GOLD
The following is the report on the requested test of the sample.

Object of test | Unit Test result Test method
IEC62321(2008)
Cd ppm Less than 2.0
ICP-0OES
IEC62321(2008)
Pb ppm Less than 2.0
ICP-OES
IEC62321(2008) ANNEX B
Cr(VI) ppm Less than 2.0
Uv-vis
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Report No, 10224009

measurement days:24 December 2010~ 14 January 2011
operator: Takanori Yoshida
minimum:Cd 2.0 Pb__ 2.0ppm
Cr(VD)2.0ppm _Hg 2.0ppm
note: The sample was completely digested

IEC62321(2008): Cd. Pb. Hg IECG2321(2008) ANNEX B: CrlVI)
Sample 0.l g~02 g Sample 2.5~5.0g
«—HF or HCIOy
Perform sample Elution
Perform sample digestion: (Boiling water)
Closed Microwave vessel
(30~45min)
Cooling
Fill up to 50ml
Fill up to 50ml

measurementICP-OES

measurement:UV-VIS
(Diphenylearbazide Absorption Spectrophatometer)

cp- : Rigaku CIROS CCD
LIV-VIS : HITACHI High-Technologies U-2010
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