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THE FOLLOWING SAMPLE(S) WAS/WERE SUBMITTED AND IDENTIFIED BY/ON BEHALF OF THE CLIENT AS:
EFoYwFdLiZMEFIs sVl EHEs0, BRI b THESTLELE:

SAMPLE DESCRIPTION , MNICKEL
CLIENT REF.NO
SAMPLE RECEIVED 2011412018

TESTING DATE o 2011412715 TO 2012/01.413

TEST REGUESTED : SELECTED TEST(S) AS REQUESTED BY CLIENT.

AHHE AWNAE EHFOERIZLVET,

TEST METHOD(S) :  WITH REFERENCE TO [EC62321 EDITION 1.0 2008-12 FOR RoHS 6 SUBSTANCES.
aEE OTHER CHEMICALS WERE TESTED BY EACH APPROPRIATE METHOD.

RoHSE8 M O SITiLIECE2321 S 10020084 12 A ) FEMLEL -,
ThirdoicEh R TRThThicllE Z oo EiTlvELE,

TEST RESULT(S) : PLEASE REFER TO THE NEXT PAGE(S).
SRR UTFOR—SECSRELET.

Yukihire Quchi / Quality Manager
5G5S Japan Ing., Green Testing Center
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TEST RESULT(S)

TTEM(S) “UNIT__RESULT METHOD “INST/PLACE WDL
CADMIUM{G) mi/kg MO Acid dissolution ICP-0ES 2
LEAD(Pb) me kg 7 Acid disschation ICP-MS ]
MERCURY(Hg) mg/kg WD Acid dissohution ICP-0ES 5
CHROMIUM VI(Cr{vI) up/al MO IEC62321 ED.1 ANNEX B s 0.0

e e ot
NOTES: mg/kg = ppm. ND. = ot Detectod, INST. = INSTRUMENT, MDL = Method Detection Limit

REMARK: The content of Cd, Pb and Hg have been calculated with ragard to Mi, Co and Pb rasult,
CriVl) has been tested with regard to the surface area of 20
Reference: The MOL of CriV]) can be converted into 10 (ppm).
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S 70—Fv—k MEASUREMENT FLOW CHART

1143 3748 435 Name of the person in charge of measuramant: 578 5§ 2% Harumi Noda
215337 I 35 Name of the person responsible for measurement: X8 JHA®E Mayumi Otani

ok BNhORE KA huF 424 - TRl Cutting: Preparation
Analysis of Heavy metal
Aor Plating layer
Heavy matal CriVl}
¥ ¥
BRE sample measurement Bk sample measurement
B ¥
R REOa R BKIC L HEE
Acid dissolution with plating layer Extraction by boiling water
y -
-3
ICP-OES, IGP-MS Cooling* Filtration
k .
(EERR- S E) P e e NI LCH e]
(Adjust with bass material) Add diphenyloarbazide® pH adjustmant
¥
UV Vis
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SAMPLE IMAGE

<END>
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