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THE FOLLOWING SAMPLE(S) WAS/WERE SUBMITTED AND IDENTIFIED BY/ON BEHALF OF THE CLIENT AS:
UTOHUTNVRREC YRS, MEISRDoTHRBETVELE:

SAMPLE DESCRIPTION : Cr Target

CLIENT REF.NO

SAMPLE RECEIVED - 2011/05/16

TESTING DATE . 2011/05/16 TO 2011/05/27

TEST REQUESTED :  SELECTED TEST(S) AS REQUESTED BY CLIENT.

A SFBABRBEOERIZKYET,

TEST METHOD(S) ©  WITH REFERENCE TO IEC62321 EDITION 1.0 2008-12 FOR RoHS 6 SUBSTANCES.
SR AE*E OTHER CHEMICALS WERE TESTED BY EACH APPROPRIATE METHOD.

RoHSBE M 5 HTiXIECE2321 5 1.0/R(20084E 12 B )5 BRLELT=,
Thl DEEHEICOVNTIXENFIICRELRS ETHETLEL,

TEST RESULT(S) :  PLEASE REFER TO THE NEXT PAGE(S).
SRR UTOR—CETSMEALET

AW Fia

Yukihiro Ouchi / Quality Manager
SGS Japan Inc., Green Testing Center
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TEST RESULT(S)

TTEM(S) R METHOD 5T,
CADMIUM(Cd) me/ke N.D. IEC62321 ED.1 SECTION 89,10 ICP-OES* 2
LEAD(Pb) mg/ke N.D. IEC62321 ED.1 SECTION 8,9,10 ICP-OESx* 2
MERCURY(Hg) me/kg N.D. IEC62321 ED.1 SECTION 7 [CP-OES* 2
CHROMIUM VI(Cr(VI)) me/kg N.D. IEC62321 ED.1 ANNEX B UV/VIS
Polybrominated biphenyls(PBBs)
Monobromobiphenyl me/kg N.D. 5
Dibromobiphenyl me/kg N.D. 5
Tribromobiphenyl me/kg N.D. 5
Tetrabromobiphenyl meg/kg N.D. 5
Pentabromobipheny! mg/ke N.D. 5
Hexabromobiphenyl mg/kg N.D. LAS T S ) 2 S GC/MS 5
Heptabromobiphenyl mg/ke N.D. 5
Octabromobiphenyl me/ke N.D. 5
Nonabromobiphenyl mg/kg N.D. 5
Decabromobiphenyl mg/keg N.D. 5
Polybrominated diphenyl ethers(PBDEs)
Monobromodiphenyl ether mg/kg N.D. 5
Dibromodiphenyl ether mg/kg N.D. 5
Tribromodiphenyl ether me/kg N.D. 5
Tetrabromodiphenyl ether me/ke N.D. 5
Pentabromodiphenyl ether me/kg N.D. 5
Hexabromodiphenyl ether me/kg N.D. LA 24 e 5
Heptabromodiphenyl ether me/ke N.D. 5
Octabromodiphenyl ether me/kg N.D. 5
Nonabromodiphenyl ether mg/kg N.D. 5
Decabromodiphenyl ether mg/ke N.D. 5
HALOGEN
FLUORINE(F) mg/Kg N.D. BS EN14582(2007)/ Combustion ICx 50
CHLORINE(CI) me/kg N.D. BS EN14582(2007)/ Combustion IC* 50
BROMINE(Br) me/kg N.D. BS EN14582(2007)/ Combustion IC* 50
IODINE(I) me/kg N.D. BS EN14582(2007)/ Combustion ICx 50

NOTES: mg/kg = ppm, N.D. = Not Detected, INST. = INSTRUMENT, MDL = Method Detection Limit

REMARK: The content of Cr(VI) has been calculated with regard to the sample weight as specified by client
* = The test has been conducted in association with SGS Taiwan Ltd. Multi Chemical Laboratory-Kaohsiung.
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S Hr70—F+v—+ MEASUREMENT FLOW CHART
NEEHRALBIZEVWTEHERENBLTLET,
The sample was dissolved/ decomposed totally by acid pre~conditioning method according to below flow chart.
2)Cd, Pb, Hg, Cr, Cr(VD
H 8 2 E Name of the person in charge of measurement: #L1L 3X[& Fumitaka Maruyama
3)PBB/PBDE
#rHE 2% Name of the person in charge of measurement: =8 &kt Hideki Takahashi
1P HEE3E Name of the person responsible for measurement: XN 5E8h Yukihiro Ouchi
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| & Sample measurement ') ¥
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Cd, Pb, Cr Hg measurement measurement
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tem (HNO.. HOL HF Decomposition under closed Extraction by alkaline Soxhlet/ solvent
osel; sys h Sk system (HNO,, HCI, HF, etc.) solution/ boiling water extraction
etc.
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Add diphenyicarbazide*
pH adjustment
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| UV/Vis
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SH¥70—F+—bk MEASUREMENT FLOW CHART

1) #7324 E Name of the person in charge of measurement: #LILU 3CFE Fumitaka Maruyama
D HTE{EHE Name of the person responsible for measurement: XN 3Edh Yukihiro Quchi

/NA4Y Halogen HhuT427 - FHE{H Cutting=Preparation

h

it Sample measurement

¥
BEYE - R IR Combustion= Absorption

h 4

lon chromatography
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SAMPLE IMAGE

<END>

This Test Report 13 issued by the Company under its General Condiliars ol Service prnted overeaf or available on request and accessible at hitp //vraw sgs.com. Attention 18 drawn
1o the hnutalion of hability, indemnilication and junisdiction 1ssues dafined therein Unless olherwise slated the resulls shown in this Test Raport refer only to Lhe sample(s) lested
Ttus Tesl Report cannot be reproduced except, in full, withoul pnicr aﬁproval of the Company Any unauthorized aiteral:on, forgery or falsificalion of the conlent or appearance JP
of Ihis lest report 1s unlawful and offenders may be proseculed to lhe fullest extent of the ra
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