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THE FOLLOWING SAMPLE(S) WAS/WERE SUBMITTED AND IDENTIFIED BY/ON BEHALF OF THE CLIENT AS:
HFodwFILizHE LU B axh, BE It hoTHELFLELE:

SAMPLE DESCRIPTION METALLIZATION

CGLIENT REF.NO

SAMPLE RECEIVED ;1112415

TESTING DATE 2011215 TO 2012701720

TEST REQUESTED +  SELECTED TEST(S) AS REQUESTED BY CLIENT.

HIFHE SEHBEREEOERIZEVET.

TEST METHOD{S) :  WITH REFERENCE TO IECE2321 EDITION 1.0 2008-12 FOR RoHS 8 SUBSTAMGCES.
wirhE OTHER CHEMICALS WERE TESTED BY EACH APPROPRIATE METHOD.

RoHSER O 4HFIZECsZIZ1 B0/ 200812 B )2 SEBLFELE,
FhistmibEmBic o TiRthFhicREE A R aiETLvELE.

TEST REBULT(S) : PLEASE REFER TO THE NEXT PAGE(S).
SRR EFOA—SEISERLET,

AW FIE
Yukihire Ouchi / Quality Manager
SGS Japan Inc., Green Testing Centar
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TEST RESULT(S)

TTEMS) RESUL METHOD _ JPLAD
CADMILM(GH) me/ke  ND. IEC62321 ED,1 SECTION 89,10 ICP-0ES 2
LEAD(Pb) mg/kg  MD. IEC62321 ED.1 SECTION 89,10 IGP-MS 2
MERCURY(Hg) mg/kg MDD IEC62321 ED.1 SECTION 7 ICP-OES 2

CHROMIUM VGV iz ki MO, IECE2321 ED.1 ANMNEX B UVAVIS 2
HOTES: mg/hg = ppm, N.D. = Not Detected, INST. = INSTRUMENT, MOL = Method Detection Limit

REMARK: Test process and/or expression of test result have been spacified by clisnt.
The content of Gr{VI) has been calculated with regard to the sample weight as specified by client.
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ST 70—F+—b MEASUREMENT FLOW CHART

NEiaRiinaE s THEEEEARLTLET,
The sampla was dissolved’ decomposed totally by acid pre—conditioning method according to below flow chart
21Cd, Pb, He, Cr, GriVD)
#EFIEYE Name of the person in charge of messurement: 576 IF3 Harumi Noda
2IPBB/PEDE
#4718 23 Name of the person in charge of measurement: 5% EEME Mayum Otani
AT EFH Name of the person responsible for measuremant: 8 FHBA Mayumi Otan
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r
L Eﬂumpla maasuramant | - ervD \ PEB/PEDE
i R
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SAMPLE IMAGE
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